
Plaster and Façade Systems

Note on English translation / Hinweise zur englischen Fassung
This is a translation of the technical data sheet valid in Germany. 
All stated details and properties are in compliance with the regulations of the German standards 
and building regulations. They are only applicable for the specifi ed products, system components, 
application rules, and construction details in connection with the specifi cations of the respective cer-
tifi cates and approvals.
Knauf Gips KG denies any liability for applications outside of Germany as this requires changes 
acc. to the respective national standards and building regulations.
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Product description Field of application Properties and added value
Goldband readymix plaster gypsum is a hand ap-
plied gypsum plaster with special lightweight ag-
gregates for smoothed surfaces on interior walls.
■ Light gypsum building plaster B4/20/2 acc. to 

EN 13279-1
■ Mortar group P IV acc. to DIN V 18550

Order information
30 kg bag  Material no. 00002864

Storage
Store the bags on wooden pallets in a dry envi-
ronment. Can be stored for approx. 3 months. 
Seal damaged and open bags airtight and use 
first.

Quality
In compliance with EN 13279-1, the product is 
subject to initial type testing and continuous fac-
tory production control and bears the CE mark-
ing.

Plaster for creation of smoothed, freely-struc-
tured or levelled surfaces for interior walls. As a 
single-layer plaster for all kinds of masonry as 
well as stable plasterable substrates.

■ From the cellar right up to the roof, suitable for 
all rooms with usual levels of room humidity in-
cluding domestic kitchens and bathrooms (e.g. 
WC's in schools and bathrooms in hotels, hos-
pitals, residential-care and nursing homes)

■ For the provision of surfaces in quality lev-
els “Q1-Q4 smoothed” * and “Q1-Q3 levelled” 
*. “Q4 smoothed” * in conjunction with Knauf 
Multi-Finish or Readygips.

■ As a surface for the following coatings or wall-
papers

■ As a substrate for tiling
■ As a basecoat for finishing plasters

■ Readymix plaster for interior applications

■ Mineral based

■ Light and high yield

■ Establishes a comfortable and healthy room 
atmosphere

■ Regulates moisture and is diffusion permea-
ble

■ Fire protection effective

■ Abrasion-resistant and nail-proof

■ Coat thickness up to 50 mm

■ Hand application

* Code of practice “Putzoberflächen im Innenbereich”, issued by the Industriegruppe Baugipse in the 
Bundesverband der Gipsindustrie e.V. and the Bundesverband Ausbau und Fassade in the Zentral-
verband Deutsches Baugewerbe
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Preparation
Check substrate for compliance with VOB part 
C, DIN 18350, chapter 3.1 and/or according to 
VOB part B, DIN 1961 § 4 no. 3. All substrates 
must be stable, dry, even and free of grease and 
dust as well as free of any residue that may re-
duce adhesion.
Treat the substrate in accordance with the table 
above. 
Cover easily-soiled building components be-
fore commencement in accordance with Code of 
Practice “Abklebe- und Abdeckarbeiten für Mal-
er- und Stuckateurarbeiten” issued by the Bun-
desverband Ausbau und Fassade.

Mixing
Mix the contents of one bag with (approx 19 li-
tres) clean water without further additions using 
an agitator until an application-ready consistency 
is achieved. When mixing, use clean water and 
do not add other additives. Clean the machines 
and tools with water immediately after use.

Application
Throw-on or apply the plaster mortar within 20 
minutes after interspersing in the bucket. In or-
der to create a level surface, spread the thrown-
on or applied material flush and perpendicu-
lar with a H-straight edge. After initial setting 
has commenced, level with a feather edge and 
align the corners. If required, the surface can 
be re-worked with a Wide Spatula. After wet-
ting the plaster surface with a Sponge Float, cre-
ate enough plaster sludge and smoothen and 

sponge minor unevenness. After the plaster 
surface has set lightly, smoothen it with a Wide 
Spatula or Finishing Trowel.
On non-force locked components between the 
wall and ceiling, reveal connections, etc. the 
separation must be continued with a separation 
(trowel) cut in the plaster layer. Knauf Trenn-Fix 
as a separating strip is recommended instead 
of a separation cut. Apply self-adhesive Knauf 
Trenn-Fix to the flanking components and ap-
ply plaster on it. Cut off the protruding strips af-
ter setting.
Further measures for provision of the required 
surface quality - see Code of Practice “Putzober-
flächen im Innenbereich”.
Q4 in conjunction with Knauf Multi-Finish or 
Readygips.

Plaster thickness
Average plaster thickness 10 mm, minimum 
plaster thickness 8 mm. Cover tape conduits by 
min. 5 mm.
In special cases, a plaster thickness of up to 
50 mm can be applied in a single layer, howev-
er, application of 2 layers should be considered 
when the plaster thickness exceeds 35 mm, as 
there is an increased drying time before further 
coatings can be applied with a single layer. The 
overall drying time is reduced when the fi rst plas-
ter layer dries more quickly. Roughen the fi rst 
layer with a trapezoid metal sheet or similar and 
apply Knauf Aufbrennsperre primer (diluted 1:3 
with water) when fully dry. The next layer may be 
applied when fully dry again. 

As a tiling substrate a single layer is applied with 
a minimum thickness of 10 mm. Level wall sur-
faces after application and roughen them.  Do 
not smoothen or sponge the surface.
EPS boards and sheathing blocks as well as 
wood wool lightweight boards should have a sin-
gle layer applied and the entire surface must be 
reinforced (see plaster reinforcement), minimum 
plaster thickness 15 mm.

Plaster reinforcement
With a material change in the plaster substrate, 
with insulation boards, etc., bed Knauf Unter-
putzgewebe (Basecoat Mesh) or Knauf PFT GI-
TEX in the upper third of the plaster layer with at 
least 100 mm joint overlap and 200 mm overlap 
on all sides to the fl anking component. The plas-
ter is applied wet-in-wet in two layers, whereby 
the fi rst layer has not yet started to set on the 
surface when the 2nd layer is applied.

Application time
Up to about 90 minutes depending on the sub-
strate.

Application temperature/climate
Do not apply with room and/or component tem-
peratures under +5 °C. Protect freshly applied 
mortar and applied plaster from frost until fully 
dry. 

Drying
Provide good ventilation to ensure quick drying 
of the plaster. 
If mastic asphalt screed is applied after plaster-
ing, suffi cient transverse ventilation is required to 
avoid thermal stresses.
Drying time at 10 mm plaster thickness is an 
average of 14 days depending on the humidi-
ty, temperature and ventilation of the room. The 
drying time will be extended with unsuitable tem-
peratures/air humidity.

Special notes
Plaster must be applied acc. to EN 13914-2, DIN 
V 18550 and VOB part C (DIN 18350).

Safety instructions and disposal
See Safety Data Sheet.
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Substrate Pre-treatment
All kinds of masonry Prime with Knauf Aufbrennsperre if too absorbent or if ab-

sorbitivity varies greatly.
Gypsum and gypsum fi bre boards Remove the dust and treat with Knauf Aton Sperrgrund.
Critical, non-stable substrate Use plaster base
Existing gypsum and gypsum lime 
plaster

If necessary, remove existing sinter layers, old coating 
layers, etc. and prime with Knauf Grundol. 

VOB part C, DIN 18363 and/or DIN 18366 must 
be observed. The plaster must be dry, free of 
loose bits and dust-free for all coatings and lin-
ings. 
Apply primer to suit the subsequent paints/coat-
ings/linings, generally a primer such as Knauf 
Grundol is suitable. Apply a wallpaper paste lay-
er to the wall for wallpapers.

Decorative coats
Suitable are dispersion paints (e.g. Knauf Intol 
E.L.F., Malerweiss E.L.F.), hybrid interior paint 
(Knauf Diamantweiss E.L.F.) silicate-based 
emulsion paints (e.g. Knauf Silikatweiss E.L.F.).

Pre-treatment for tiling
Before the adhesive is applied, the residual 
moisture may not exceed 1 % by weight, apply 
a primer such as Knauf Grundol. 
Glue the tiles using the thin-bed method with 
cement-based adhesive (e.g. Knauf Bau- und 
Fliesenkleber**) or resin-based dispersion adhe-
sive (e.g. Knauf Superkleber**).
For splash water areas, additional sealing such 
as Knauf Flächendicht is recommended. The 
tiles are then applied using fl exible adhesive, 
e.g. Knauf Flexkleber eXtra**.

Coatings and linings

** Knauf Bauprodukte GmbH & Co. KG

Application
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Goldband Consumption Yield
kg/m² m²/bag (30 kg)

Coat thickness 10 mm 8.5 3.5

All specifications are approximate values and can deviate depending on the substrate. The exact con-
sumption can only be determined on the individual object.

Material requirement / effi ciency

Technical data
Reaction to fi re: A1 non-combustible EN 13279-1
Flexural strength: ≥ 1.0 N/mm² EN 13279-1
Compressive strength: ≥ 3.0 N/mm² EN 13279-1
Surface hardness: ≥ 6.0 N/mm² EN 13279-1
Water vapour diffusion
coeffi cient μ:

Dry: 10
Wet: 6 EN ISO 10456

Thermal conductivity: 0.34 W/(m·K) acc. to EN 13279-1, table 2
Adhesive strength: ≥ 0.1 N/mm² EN 13279-2
pH value: 10-12
Dry density: approx. 1,000 kg/m³
Yield: 100 kg = approx. 120 l mortar

The stated technical data were evaluated acc. to the respective test standards. Deviations under site 
conditions are possible.


